
68 Bulk Materials

Table II Dimensions, weights, and markings of tin ingots. U.S.

weights and measurements used.

Side^

2 Mark
A B C D Type Weight ings

15.13 15.13 4.63 4.63 I 68. —

—

13.88 13.88 4.75 4.75 I 68. —
15.00 14.88 4.38 4.38 I 61.5 S

15.00 15.00 4.25 4.25 I 55.25 s

15.00 15.00 4.25 4.13 I 59.00 s

15.00 15.00 4.13 4.13 I 57.75 —
15.00 15.00 4.50 4.63 I 60.5 --

15.00 15.00 4.25 4.25 I 55.0 --.

15.13 15.13 4.50 4.50 I 56.5 --.

15.13 15.00 4.25 4.25 I 51.5 p

15.00 15.00 4.38 4.25 I 53.0 s

15.00 15.00 4.38 4.38 I 56.0 s

15.38 15.38 3.75 3.75 I 57.5 ^!c3

15.50 15.38 3.88 3.88 I 60.00 *

15.38 15.50 4.00 3.34 I 58.25 A
15.50 15.38 4.00 3.88 I 54.0 A
13.75 13.75 4.63 4.75 II 57.0 P

13.75 13.75 4.63 4.63 II 64.0 S

15.00 15.00 4.38 4.38 II 58.25 —

—

For indication of which side is A, B, C, or D see Figure 53.
Individual dimensions are not given for the length and width
of the top, because the variance is insignificant.

2
Type I, II, and III refer to Figures 48, 49, and 50, which
show the three slightly different logos.

3
'''Indicates that the stamp T. Bolitho & Sons is placed side-

wise.


